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TEST CERTIFICATE

S5T-23-08-25-01

Product: AquaSeal CeramicStar

Client: Berger-Seidle GmbH
Maybachstr. 2
67269 Griinstadt / Weinstr

Test method: Determination of the colourfastness of articles for common use —
Part 1: Test with artificial saliva according DIN 53160-1:2010-10
Part 2: Test with artificial sweat according DIN 53160-2:2010-10

Order: Determination of the colourfastness of articles for common use when tested
with saliva and sweat simulances

Test Report: 2522365 Teil 1

Test Results: At the test for determining the colourfastness of articles for common use
according to DIN 53160: 2010-10, Part 1 "Test with artificial saliva" and Part 2
"Test with artificial sweat", no discernible colour changes (grade 5) were
detected.

Dresden, 25/08/2023
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QUALITY TESTED

Head of laboratory Engineer in charge
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