Germany

Expertise: 2007452-04-00-01e_R9 Datum / Date: 2020-12-18
_ ) KT
Client: Berger-Seidle GmbH, Maybachstralke 2, DE-67269 Griinstadt/Weinstr.
Order: Examination of materials
Order: 2020-09-14 K. Hoffmann Receipt: 2020-09-18
Test item
as received: Sample plate, company Berger Seidle, Classic BaseQil

Results of examination:

Testing of floor coverings - Determination of the anti-slip properties

DIN 51130

Parameter Unit Result
rectified medium angle of inclination ° 22,38
Assessment:

The determination of the anti-slip properties shows, that the sample plate specified as “Classic BaseQil” meets the
requirements of at least R9.
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Dipl.-Ing. (FH) L. Vijselaar
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Die Prifergebnisse bezishen sich ausschlieRlich sul die Prufgegenstande. Ohne schriflliche Genehmigung des PFI darf die Expartise nicht auszugsweise verwendel werden, Restliches
Untersuchungsmaterial wird nach 10 Wachen vernichiet. In Einzefiziien kann eine Untarvergabe an anders gesignete Priflaboralorien erfolgen. Ein Verzeichnis der akkreditierten Prifverfahren
lind unsere geltendan Allgemeinen Geschdfisbedingungen kiinnen auf unserer Inlgretseite singasehen warden und werden Ihnen aul Anfrags gerne zugesandl. | Tes! resulls solely refer o the
items lested Extacts of the experlise may nof be used withowt wrilten permission by Pl Remaining matenals will be destrayad after 10 weeks. In individusl! cases, tests can be carried oul by
quahfied subcontracling laboratories A list of accredited tes! methods and our applying general terms and concifions are available tin aur website and will be sent fo you on request

Priif- und Forschungsinstitut Pirmasens e.V. « Marie-Curie-Strasse 19 « D-66953 Pirmasens » www.pfi-germany.de « info@pfi-germany.de
Seite / page 1 von / of 1

PFI-FB-PB01-04-2015-09



