Germany

Expertise: 2007452-05-00-01e Datum / Date: 2020-11-26
KT
Client: Berger-Seidle GmbH, Maybachstralle 2, DE-67269 Griinstadt/Weinstr.
Order: Examination of materials
Order: 2020-09-14 K. Hoffmann Receipt: 2020-09-18
Test item
as received: Sample plate, company Berger Seidle, Classic HardOil

Results of examination:

Testing of floor coverings - Determination of the anti-slip properties

DIN 51130
Parameter Unit Result
rectified medium angle of inclination ° 11,07
Category - R 10
Remark:
rectified medium angle of inclination anti-slip category
6°-10° R9
>10°-19° R 10
>19°-27° R 11

Assignment of the rectified medium angles cf inclination to the anti-slip categories
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Dipl.-Ing. (FH) I Dr/K. Schultd,_

(Abteilungsleitung / Department Management) “(Institutsleitung / Managing Director)

Die Priffargebnisse beziehen sich ausschlisfilich auf die Prifgegenstande, Ohne schrififiche Genehmigung des PF| darf die Expertise nicht auszugswelse verwendal werden. Reslliches
Untersuchungsmaterial wird nach 10 Weehen vernichiet. In Einzelfilian kann aine Unlervergabe an andere geeignele Priflaboralorien erfolgen. Ein Verzeichnis der akkreditienan Prilfverfanren
und unsere gallendan Allgemeinen Geschaftshedingungen kinnen auf unserer Internetseile eingesehen werdan und werden thnen auf Anfrags gerne zugesandl. [ Test resulls solely rafer to the
items lesfad! Exiracts of the experlise may nof be used withou! whitten permission by PEI Remaining materals will be destroyed after 10 weals. In individual cases, tests can be carried out by
quiahfied subcontracting laboratories. A st of ancredited test methods and our applying general terms and condifions are avaiable on our websile and will he sent lo you on request,
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